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Cell/ Module Technology: 

Monocrystalline Si 

… 

Cell/ Module Technology: Monocrystalline Si 

(Monofacial/Bifacial) 

… 
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4.1.1 

Glass Panel 

(i) Glass/Polymer 

Modules: The PV 

Modules glass panel shall 

have transmittance of  

above 90%. The minimum 

thickness of glass shall be 

3.2 mm. 

Glass Panel 

(i) Glass/Polymer Modules: The PV Modules glass 

panel shall have transmittance of above 90%. The 

minimum thickness of glass shall be 3.2 mm. 

(ii) Glass/Glass Modules: Glass shall have minimum 2 

mm thickness on each side. Glass shall have 

transmittance above 90%. 

 


